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JIANGSU LANJIN SCIENCE & TECHNOLOGY DEVELOPMENT CO.,LTD 
NO.6 NORTH RING ROAD, JINGJIANG 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Nonwoven: in white(SF) 
SGS Internal Ref.No. : 14S18009541 
Manufacturer : JIANGSU LANJIN SCIENCE & TECHNOLOGY DEVELOPMENT CO.,LTD 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : May 28, 2018 
Testing Period : May 28, 2018 -  May 31, 2018 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd 

 
________________________ 
Hattie Chen 
Account Executive 
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Test Result 
 
 
Protective Clothing – Electrostatic Properties (EN 1149-1:2006) 
 
Test Condition:     Applied voltage and time: 100V for 15 seconds 

Temperature: 23±1°C, Relative Humidity: 25±5% 
 
     
Surface Resistivity (ohm) 1.5x10

8
   

Surface Resistance (ohm) 7.5x10
6
   

 
 

*** End of Report *** 
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